
TECHNICAL

DATA
SHEET

NAFTA Region 5289 Highway #7 P.O. Box 
56545, Woodbridge (ON) Canada L4L 8V3

CARICOM Region Lot 19, Naggo Head 
Industrial Estate, Bridgeport Post Office, 
St. Catherine, Jamaica

Updated: Mar 2nd 2018

Phone
Fax:

(905) 761-3309
(905) 761-2114

:WWW.DYNA.CA

DYNACOLOR

2000
1. Description
A premium performance pre-mixed sanded polymer-modified Portland cement tile 
grout that only requires the addition of water for mixing. DYNACLOR 2000 is available 
in a broad range of colors.

2. Uses
1. To be used to grout interior and exterior wall tile surfaces. For grouting counter- 
    tops, swimming pools, and ceiling installations. 
2. For grouting natural and dimensional stone, granite, un-polished marble, stone  
    agglomerates, slate, cermaic, porcelain, pavers and clay tiles when the joinnrs are  
    between 1/8” ( 3 mm ) and 5/8” ( 15 mm ).   
3. For grouting tiles set over exterior grade plywood.
4. For grouting impervious mosaics.

3. Advantages
▪ Easy to Handle: Plastic, workable, and glides on. One-part system, no need to add
                             liquid latex admixture.
▪ Premium Performance: High compressive strength, abrasion resistance and 
        flexibility. Impact and vibration resistant. Freeze / thaw  
             resistant.
▪ Versatile: Ideal for residential, commercial and industrial applications. For exterior
                  and interior.

4. Available Packaging
50 lbs (22.7 kg) Bag

5. Coverage
The following can be used as a guide. The ft2 per lb ( m2 per kg ) coverage is as  
follows :

Impervious Mosaics Tile Sizes                   JOINT WIDTH        JOINT WIDTH 
                                                                     1/16” ( 1.5 mm )       1/8 “ ( 3 mm ) 
1” x 1” x ¼” ( 25 x25 x 6 mm )                 3 (.60 )  1.5 ( .30 )
2” x 2” x ¼” ( 50 x 50 x 6 mm )     6 ( 1.20 )  3.0 ( .60 )
3” x 3” x ¼” ( 75 x 75 x 6 mm )     9 ( 1.80 )  4.5 ( .90 )
 
Floor Tiles, Pavers,                         JOINT WIDTH    JOINT WIDTH   JOINT WIDTH 
Quarries, Bricks and Stones             1/8”(3 mm )     1/4” ( 6 mm )    1/2 “ ( 12 mm ) 
4” x 4” x ¼” ( 100 x 100 x 6 mm )      6 ( 1.20 )         3 ( .60 )  1.5 ( .30 ) 
8” x 8” x 3/8” ( 200 x 200 x 9 mm )      8 ( 1.60 )         4 ( .80 )     2 ( .40 )
12” x 12” x 3/8” ( 300 x 300 x 9 mm )    12 ( 2.40 )         6 ( 1.20 )     3 ( .60 ) 
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6. Limitations 
1. Do not use to grout joints that are greater than 1/8 “ ( 3mm ) wide. 
2. Do not use when a high chemical, impact and stain resistant grout is required. Do  
    not use in a heavy industrial installation. Use DYNAPOXY 6000 in these  
    installations. 
3. 3. Do not use for grouting non-vitreous glazed wall tiles or polished marble  
    installations. Use DYNACOLOR 1000  unsanded polymer-modified Portland  
    cement grout.
4. Do not use at temperatures below 50° F ( 10° C ) or above 100° F ( 38° C ). 7.  
 
7. Surface Preparation 
1. Ensure that the tiles are firmly set and the mortar or adhesive is completely dry. 
2. Remove all spacers, pegs, ropes or strings. 
3. Ensure that the grout joints are clean and free or dust, dirt, foreign matter or  
    water. Clean the surface or the tile or stone surface thoroughly to remove any dust,  
    dirt, grime or any other contaminants which may discolor the grout. Use DYNA  
    brand of cleaners. 
4. Remove excess and residual mortar or adhesive from the joints so that 2/3 of the  
    depth of the tile is available for grouting. 

8. Mixing 
1. Before mixing the grout, dry blend the grout in order to avoid color variations in the  
    finished grout. If two or more packages of grout are used dry blend all the contents  
    together.  
2. Use a clean mixing vessel and a slow speed mixer ( approximately 150 R.P.M. ).  
3. Use cool clean water for mixing. Do not mix grout with other additives. Pour the  
    required amount of water first into the mixing vessel and gradually add in the grout  
    powder while mixing. To avoid shade variations of the finished grout always add the  
    grout powder to the water and be consistent in the mixing process. Ensure that you  
    use a consistent amount of water from batch to batch.  As a guideline mix the grout  
    powder to water in the following proportions :
             Water           Grouting Compound
 25 US oz. (  750 ml )    5 lbs. ( 2.2 kg )
 50 US oz. ( 1.88 L )  10 lbs. ( 11.3 kg )
 120 US oz ( 3.78 L )  50 lbs. ( 22.7 kg )
    Mix thoroughly until you achieve a smooth and homogeneous stiff paste  
    consistency and that a uniform shading of color is obtained.  
4. Avoid prolonged mixing which will shorten pot life and cause air entrapment.  
5 Allow the grout to slake for about 10 minutes.   
6. After the grout has slaked remix without adding anymore grout powder or liquid.   
7. Some stiffening of the grout may occur before all the grout is used ( approximately  
    1 hour ). If this occurs merely remix the grout but do not add any more liquid.   
8. Wash your mixing tools with water immediately after mixing.
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9. Main Application
1. To assist in the wetting and spreading of the grout, slightly moisten the tile or stone  
    surface with a damp sponge but do not leave excess moisture.  Do not permit the  
    un-grouted joints to flood with excess water. 
2. Press the grout into the joints with a rigid rubber float. 3. Ensure that all the joints  
    are well compacted and free of gaps and voids. 4. The grout surface should be  
    flush with the tile edge. Remove excess grout from the tile surface, moving the float  
    diagonally to the joints while the grout is still fresh. 5. Ensure that you use  
    consistent application procedures throughout the entire installation surface in order
    to produce consistent results. 

10. Expansion and Control Joints
1. Provide expansion and control joints where specified.  
2. Do not cover, bridge or fill any expansion joints with grouting compound. 
3. Cut tiles on both sides along the edges of the expansion joints. 
4. Insert the specified compressible bead and sealant to caulk the expansion and control  
    joint. 
5. Follow ANSI AN 3.8, “ Requirements for Expansion Joints “. 

11. Cleaning
1. Permit the grout to firm up in the joints for about 15 to 30 minutes to prevent damage  
    to the grout surface. If high humidity and low temperatures are present more time will  
    be required.   
2. Use two buckets of clean water, the first for rinsing the grout residue from the  
    cleaning towel and the second for moistening the cleaning towel in clean water.  
3. Wet a towel and rinse all excess water. Pull with gentle motion the flat damp towel  
    diagonally across the surface of the tiles or stone, to remove the remaining grout  
    residue and to smooth the surface of the grout joints. Perform this procedure by  
    repeatedly washing and wringing out the towel. Do not use a sponge. Never use  
    excess force as this may scratch the tile surface or damage the grout joints.  
4. Change the water in the buckets frequently to prevent the development of a haze or  
    film on the tile or stone surface.   
5. Do not use excess water as this will cause efflorescence, discoloration, inconsistency,  
    and soft or powdery grout joints.   
6. To remove efflorescence, rebuff the tile and grout surface one to two hours afterward  
    with a clean, dry, and lint free cloth to remove any excess surface water or grout  
    residue.  
7. Clean hands and tools with clean water.  
8. After the grout has initially cured,  to facilitate grout film removal use a recommended  
    brand of DYNA grout film remover. 
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12. Protection
1. Provide for dry, heated storage on site and deliver materials at least 24 hours before      
    tile work begins.  
2. Protect tile-work from freezing and complete water immersion for at least 28 days after  
    the completion of the work performed.  
3. Do not walk on the tiles for at least 48 hours after the installation. Plywood stepping   
    boards may be used after 24 hours when it is unavoidable to occasionally step on the  
    floor. Do not permit heavy traffic to pass on the tiles for at least 7 days after the  
    installation. Protect walls from impact, heavy hammering and vibration on opposite  
    and adjacent walls for at least 14 days after installation.  
4. When working in cold temperatures or high humidity protect the tile-work for an  
    extended period of time to permit the grout to adequately cure before you  permit  
    traffic to walk on the tiles.   
5. To properly care for your grouting joints use a recommended brand of DYNA cleaner.  
6. To ensure increased protection and life of your grouting joints use a recommended  
    brand of DYNA sealer.  

13. Caution
This product is corrosive as it contains Portland cement. Portland cement when mixed 
with water results in a solution of calcium hydroxide and is therefore injurious to the eyes 
and can cause skin irritation. Therefore, avoid eye contact and prolonged contact with the 
skin. Protect eyes with goggles and skin with waterproof gloves. If splashed in eyes, flush 
thoroughly for at least 15 minutes and consult a physician immediately. In case of  
ingestion, drink milk or water ( avoid fruit juices ) and consult a physician immediately. 
Keep out of reach of children

14. Limited Warranty
This premium quality product was designed to satisfy the user. If you are not satisfied 
after Surface Testing on a small area, please contact our technical service department 
immediately. NO WARRANTIES expressed or implied are offered by DYNA. The  
Manufacturer’s liability is limited to the replacement of products proven defective. The 
user assumes all risks and liabilities associated with the use of this product.

15. Notice
DYNA shall not be liable for incidental and consequential damages indirectly or directly 
sustained, nor for any loss or injury by the application of this product or for any other 
intended use. Before using, the user shall determine the suitability of the product for its 
intended use and the user will assume all risks and liabilities that may arise in connection 
therewith. DYNA’s liability is expressly limited to the replacement of products proven 
defective.
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16. Technical Support
If you have any questions or if you need any additional information on DYNA’s products, 
please consult our website www.dyna.ca or reach us by e-mail at : mail@dyna.ca 

NAFTA Region    CARICOM Region
DYNA Metro Inc.   DYNA Metro Inc.
5289 Hwy 7, Suite # 7,  Lot 19, Naggo Head
P.O. Box 56545   Industrial Estate,
Woodbridge, Ontario,   Portmore,
Canada L4L 8V3   St. Catherine, Jamaica


